
Result: Histogram Report
User Name: Jacinta Parenzee Security Level: 1

Sample Details
Sample ID: 165 Run Number:     5 Measured: Mon 6 Aug 2007 10:24a.m.
Sample File: ORLA Record Number:    35 Analysed: Mon 6 Aug 2007 10:24a.m.
Sample Path: C:\SIZERS\DATA\CONTRACT\ Result Source: Analysed
Sample Notes: Aglime, joint fill

System Details
Range Lens: 300RF mm Beam Length:  2.40 mm Sampler: MS17 Obscuration:  17.5 %
Presentation: 3OHD [Particle R.I. = ( 1.5295,  0.1000);      Dispersant R.I. =  1.3300]
Analysis Model:  Polydisperse Residual:   1.094 %
Modifications: None

Result Statistics
Distribution Type: Volume Concentration =   0.0202 %Vol Density =   2.560 g / cub. cm Specific S.A. =   0.3119 sq. m / g
Mean Diameters: D (v, 0.1) =     2.87 um D (v, 0.5) =    28.95 um D (v, 0.9) =   212.15 um 
D [4, 3] =    67.52 um D [3, 2] =     7.51 um Span = 7.228E+00 Uniformity = 1.977E+00
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